Notes:

Reinforcing Steel Details
to be Included in the Plans

Square Structure

Skewed Structure

Standard RCBA Width '

No

No?

Nonstandard RCBA Width 2

Yes

Yes

An RCBA width is considered standard if it is shown in the Bill of Materials table in the

INDOT Standard Drawings.

An RCBA width is considered nonstandard if it is not shown in the Bill of Materials table

in the INDOT Standard Drawings.

Including reinforcing steel details in the plans is optional for a standard-width skewed

RCBA.

Reinforcing steel details, where required, will include the following:

a. a bill of materials;
b. bending diagrams, and

C. cutting diagrams (where RCBA is skewed).
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